
YAMUNA  Silicone Cold Shrink Tube with Mastic

Technical Data for Silicone Cold Shrink Tube with Mastic

Property Requirements

Tensile Strength

Elongation at Break

Thermal Ageing 

Ozone Ageing

UV Ageing

Electric Strength

Test Method

Physical

8 MPa

600%

Pass

Pass

Pass

10 kV/mm

ASTM D 412

ASTM D 412

ASTM D 412

1149ASTM D 

ASTM G 154

ASTM D 4325

 Open ended with water prooöng mastic 

 Excellent tight seal to prevent from moisture in joints and 

terminations

 Easy installation

Features :

Packing

Item Code Dimension

DC-97 

DC-97

DC-97

DC-97

DC-97

Colour
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